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Client Name: DONGGUAN PROSUB TECHNOLOGY CO., LTD.
Client Address: BUILDING A, NO 2, DALANG XINBAO SE COND STREET, DALANG TOWN,
DONGGUAN, GUANGDONG, CHINA
Sample Description: SUBLIMATION TRANSFER FILM
The above sample(s) and information were provided by the client.
SGS No.: NBHL2507016221SD
Sample Receiving Date: Jul 11, 2025
Testing Period: Jul 11, 2025 ~ Jul 17, 2025
Test Requested: Select test(s) as requested by the client.
Testing Performed: Follow selected test(s) as requested by client.
Test Requirement Conclusion
1 Halogen See Results
2 Phthalates See Results
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Test Result(s):

Test Part Description:
SN ID Sample No. SGS Sample ID Description
SN1 A1 NGB25-0045080-0001.C001 White plastic film
Remarks:

(1) 1 mg/kg =1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-“= Not Regulated

Halogen
Test Method:  With reference to EN 14582:2016, analysis was performed by IC.

Test Item(s) Unit(s) MDL A1l

Fluorine(F) mg/kg 20 ND

Chlorine(ClI) mg/kg 50 1074

Bromine(Br) mg/kg 50 ND

lodine(l) mg/kg 50 ND
Phthalates

Test Method:  With reference to EN 14372:2004, analysis was performed by GC-MS.

Test Item(s) CAS No. Unit(s) MDL A1
Dibutyl Phthalate(DBP) 84-74-2 % 0.003 ND
Bis-(2-ethylhexyl) Phthalate(DEHP) 117-81-7 % 0.003 ND
Benzyl Butyl Phthalate(BBP) 85-68-7 % 0.003 ND
. 28553-12-0 o
Diisononyl Phthalate (DINP) /68515-48-0 ) 0.01 ND
Di-n-Octyl Phthalate(DNOP) 117-84-0 % 0.003 ND
. 26761-40-0 o
Diisodecyl Phthalate (DIDP) /68515-49-1 Yo 0.01 ND
Diisobutyl Phthalate(DIBP) 84-69-5 % 0.003 ND
Dipentyl Phthalates (DPP) 131-18-0 % 0.003 ND
Di-n-Hexyl Phthalate(DnHP) 84-75-3 % 0.003 ND
Dicyclohexyl Phthalate(DCHP) 84-61-7 % 0.003 ND
Bis(2-methoxyethyl)phthalate(DMEP) 117-82-8 % 0.003 ND
Diisopentyl Phthalate(DIPP) 605-50-5 % 0.003 ND
n-pentyl Isopentyl Phthalate(nPIPP) 776297-69-9 % 0.003 ND
1,2-Benzenedicarboxylic Acid,di-C6-8- o
branched alkyl esters,C7-rich(DIHP) y1888-89-8 » 0.01 ND
1,2-Benzenedicarboxylic Acid,Di-C7-11-
Branched and Linear Alkyl 68515-42-4 % 0.01 ND
Esters(DHNUP)
E)Dlr:_&xg;phthalate, branched and linear 68515-50-4 % 0.010 ND
Di-iso-hexylphthalate(DIHxP) 71850-09-4 % 0.003 ND
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Test ltem(s) CAS No. Unit(s) MDL A1
1,2-benzenedicarboxylic acid, di-C6-10-

alkyl esters; 1,2-benzenedicarboxylic 68515-51-5 o 0.01 ND
acid, mixed decyl and hexyl and octyl /68648-93-1 ? )

diesters with = 0.3% of dihexyl phthalate

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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SGS authenticate the photo on original report only
*** End of Report ***
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